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1. Introduction and Background 

Metal matrix composites (MMCs) have been identified as a class of attractive materials for 

numerous applications due to their excellent mechanical and physical properties (high specific 

stiffness and strength, low weight, and wear-resistance, etc.), ease of manufacture, and low cost of 

production. In military or aerospace structures, MMCs are expected to be used as energy absorbing 

structures or protective coatings which are often subject to blast loading or dynamic impact [Chin 

1999]. In these applications, understanding and modeling the strain rate-dependent, constitutive 

and failure behavior of MMCs is important. An MMC usually contains at least two distinct phases: 

hard ceramic particles or continuous fibers that serves as the reinforcement phase and a metal as 

the matrix phase. The ceramic particles or fibers provide high stiffness and strength to the 

composite while the metal matrix provides a compliant support for the reinforcement and overall 

ductility. MMCs are typically produced by combining two pre-existing constituents, through 

processes such as powder metallurgy and squeeze-infiltration. Over the past decades, processing 

of MMCs has seen great advances, presenting a variety of novel composite systems. This has 

triggered an extensive study on MMCs and there exists a large literature on this subject. However, 

most of the work to date has focused on specific commercial or near-commercial materials [Lloyd 

1994, Ibrahim et al. 1991] without providing fundamental understanding of processing effects and 

links between microstructure and thermo-mechanical properties. Much work remains to be done 

before required properties can be systematically achieved via microstructural design. Such 

demand is imperative for MMCs which are to be used in harsh environments of impact or blast 

loading where the demands on property data and design guidelines are great, but currently not met. 

An MMC usually exhibits improved aggregate mechanical properties when compared to either the 

metallic matrix phase or the reinforcing component. Property improvements of MMCs have been 

sought successfully in stiffness and strength by increasing the volume fraction of reinforcement. 

However, properties such as ductility and toughness usually fall with the increase of reinforcement 

[Zhang et al. 2008, Kiser et al. 1996]. Improvement of ductility and toughness, especially those 

under dynamic loading, through microstructure optimization is of highest interest for applications 

of MMCs in energy absorbing structures or protective coatings. Even though most MMCs studied 

to date are aluminum matrix composites, magnesium and its alloys have also been considered to be 

good candidates for the matrix of MMCs as light structural metals with mechanical properties 
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comparable to aluminum alloys. In recent years, the world has witnessed a dramatic growth of the 

magnesium industry which in turn advances the processing and applications of magnesium matrix 

composites. Despite the many research efforts on mechanical properties of magnesium and 

magnesium matrix composites at quasi-static strain rates [Lloyd 1994, Luo 1995, Saravanan 

2000], the research on mechanical properties of these materials at elevated strain rates is still in its 

infancy compared to their fast growth of applications.  

Modeling work with intent to predict the thermo-mechanical constitutive behavior of MMCs 

has been carried out over the past decades and various models have been developed. In general, 

these models can be grouped into two classes: analytical models that are based on continuum 

micromechanics or dislocation plasticity, and numerical models that are based on finite element 

method (FEM) or other computation methods. Law of mixtures [Voigt 1889], shear lag [Cox 

1952], laminated plate [Jones 1975], Eshelby’s [1957] and variational principle [Hershey 1954] 

models belong to the first group, which generally provides fundamental understanding and 

qualitative predictions of the thermo-mechanical properties of MMCs. Strengthening from simple 

characteristics of the microstructure of composites, such as reinforcement volume fraction and 

simple shapes, can be captured by these models. Numerical models, on the other hand, provide an 

approach to study the influence of more realistic geometric and spatial distribution of the phases 

(i.e. complicated reinforcement shape, clustering, and connectivity) in MMCs by means of 

simulating the deformation and failure of a representative volume element (RVE) of the 

microstructure. Unit-cell models with one or more reinforcements, which represent a periodic 

arrangement of the microstructure, are typical examples of this group models. The phenomenal 

growth of numerical models is attributed to the increasing power of digital computers and to the 

advances in numerical simulation techniques. The effect of damage, which is hard to describe 

analytically, has also been taken into account in these models successfully [Zhang et al. 2006]. 

Recently, multiscale finite element modeling has also provided a new approach to capture 

different physical mechanisms (such as micromechanics and damage evolution) in deformation of 

MMCs at various length and time scales [Totry et al. 2008]. This opens a new door for simulations 

of the mechanical responses of MMC materials or structures under extreme conditions. 

The primary objective of this research project was to understand the influence of 

microstructure on the high-strain-rate behavior and dynamic failure of fiber/particulate reinforced 
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metal matrix composites. Factors affecting the MMC properties include reinforcement volume 

fraction, reinforcement size, reinforcement shape, and matrix-reinforcement bonding property. 

Effects from material processing and preparation will also be considered. Special efforts were 

made to understand the effect of matrix-reinforcement interfacial property and failure on the 

high-strain-rate response of MMCs.This research is expected to provide guidelines for material 

designers and structural engineers in production and applications of a new generation of 

lightweight energy absorbing materials.  

 

2. Dynamic Crushing of Unidirectionally Reinforced Metal-Matrix Composites 

Metal matrix composites (MMCs) are materials that have high specific strength and specific 

modulus (per unit mass) in comparison to conventional metals and alloys. Unlike polymer matrix 

composites that have a very high anisotropy of properties in the fiber direction vs the transverse 

direction, and quite poor transverse properties, MMCs are only mildly anisotropic and exhibit 

significant enhancement in the transverse properties as well. A survey of the mechanical properties 

and applications of Alumina reinforced aluminum alloy can be found in an overview article by 

Deve and McCullough (1985). The mechanical response of continuous fiber reinforced metal 

matrix composites have been investigated under different loading conditions by many 

investigators. For example, Shetty and Chou (1985) examined the tension and compression 

properties of continuous alumina and tungsten fiber reinforced aluminum composites. They found 

a bilinear stress-strain response both under tension; furthermore, kinking mode of failure was 

observed in the unidirectional composite under compression. Since the strength under 

compression is quite sensitive to the fiber misalignment and to end conditions, special 

compression fixtures were used to explore the variability. It was determined that the height to 

width ratio of about 3 resulted in the maximum recorded compression strength. The impact 

response has also been explored through various experiments, but primarily using the 

split-Hopkinson or Kolsky bar apparatus. Lee et al. (2000) used a split-Hopkinson pressure bar 

apparatus to determine the compressive stress-strain response of carbon fiber reinforced Al 7075 

composite, with a very low volume fraction (~10%) of fibers. The analysis of the experimental 

data was performed assuming homogeneous stress and strain state within the specimen, and 
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significant anisotropy of material response was observed. The transverse strength of a 

unidirectional carbon fiber reinforced cast aluminum alloy was explored by Dai and Bai, (1998). 

Strain rates on the order of 103 s-1 were achieved in these tests; it was determined that the 

transverse shear strengths are significantly lower than that of the matrix alone, mainly due to the 

nucleation, extension and coalescence of defects. The compressive response of an alumina 

reinforced aluminum matrix composite under dynamic loading is the focus of this article.  

The compressive strength of fiber reinforced materials has been of long standing interest. This 

is particularly true for unidirectionally reinforced polymer composites, where due to the onset of 

fiber buckling influenced significantly by the fiber misalignment, the compressive strength is 

typically significantly low in comparison to the tensile strength. In contrast, composites with a 

ceramic reinforcement and metal matrix exhibit significantly higher compressive strength than 

tensile strength (see for example, Deve, 1997). However, their failure is still triggered by the same 

buckling instabilities as in the polymer matrix composites. Rosen (1965) identified that a global 

elastic buckling of the unidirectional fibers would limit the compressive strength; based on an 

analysis in which the matrix effect was incorporated through a beam-on-elastic foundation model, 

Rosen determined that the compressive strength would be equal to /(1 )mG v , where G  is the 

shear modulus and mv  is the fiber volume fraction. However, Argon (1972) recognized that the 

buckling occurred at a local level in the form of a kink because of fiber misalignments, and this 

was influenced by the plastic response of the matrix. Based on a simple analysis of the effect of 

misalignments of microscale kinks, Argon estimated that the compressive strength should be 

/m  , where m  is the matrix yield strength and   is the largest local fiber misalignment. 

Budiansky and Fleck (1993) extended the Argon model incorporating the strain hardening 

behavior of the matrix. In very carefully controlled experiments, Kyriakides et al (1995) and 

Vogler and Kyriakides (1999) explored the geometry and the initiation and growth of the kink 

band as it forms across a finite width specimen of AS4/PEEK composite. Initially, the bands 

formed at 15° over a narrow width on the order of about 250 fiber diameters. Subsequently, they 

found that the kink band broadened at a steady load, by bending and breaking of fiber in the 

vicinity of the inclined bands. Argon (2000) estimated the band angle by a simple estimate based 

on the bending strain required for attaining fiber fracture.  
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This section is organized as follows: a brief description of the material – alumina fiber 

reinforced aluminum matrix composite – and its quasi-static response is provided in Section 2.1. 

This is followed by a description of the experiments performed to investigate the dynamic 

crushing response of the material in Section 2.2. These experiments are performed in a standard 

split-Hopkinson pressure bar apparatus; however, it is shown that nonuniformity of the strain field 

is unavoidable, thereby necessitating new procedures for analysis and interpretation of the data 

that are considered in Section2.3.   

 

2.1. Quasi-Static Mechanical Response of Al2O3/Al Metal Matrix Composite 

The focus of this section is on the compressive strength of Nextel 610 alumina fiber reinforced 

aluminum matrix composites. The microstructure of the composite is shown in Figure 1, where the 

transverse and axial plane sectional views as well as a high magnification view of the material 

microstructure are shown. The fibers are -Al2O3 have a peanut shape cross-section with 

dimensions ~16×8 m as shown in Figure 1c. The fiber volume fraction is roughly 40 to 50% and 

the density of the Al2O3/Al composite is ~3.2 kg/m3. The microstructure shows that the matrix 

has infiltrated the gaps between the fibers completely. The peanut shaped fiber is dispersed 

uniformly with respect to its axial orientation, but there appear matrix rich layers as indicated in 

Figure 1a. Recalling from the previous section that misalignments contribute to a decrease in 

compressive strength, it should be noted that the axial section in Figure 1b indicates misalignment 

of many fibers; the nominal orientation of the unidirectional fiber is indicated by the solid (red) 

line, while a few of the misaligned fibers are identified by the dashed (red) line. It should be 

recognized that there is possible misalignment in the other orientation (axial-short transverse), and 

this shown up in Figure 1b as fibers that terminate abruptly. The estimated maximum 

misalignment is about 5°. Both the fiber misalignment and matrix rich regions will drive the 

compressive strength of the composite towards the matrix strength. 

 

2.1.1. Stress-strain response 

As described earlier, it is well recognized that end effects contribute significantly to the onset of 

the kink band in unidirectional composites. The ASTM D3410-03 describes the use of end tabs 

and confinement of the ends inside a confining fixture in order to prevent failure from the ends of 
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the specimen and to promote failure within the gage section of the specimen. However, such end 

fixtures are difficult to implement under dynamic loading conditions and most dynamic 

experiments on metal matrix composites (Dai and Bai, 1998; Yadav et al. 1995; Lee et al. 2000) 

have not used compression end tabs; we will also not use end tabs in the work presented here. The 

net result is that the stress at the nucleation of the kink band cannot be obtained in these 

experiments, but the stress required for the growth of the kink band localization can be obtained 

directly from the measurements.  

The quasi-static response was evaluated by fabricating specimens with a diameter of 8 mm and 

length of 16 mm. The specimen was loaded in uniaxial compression oriented along the fiber 

direction using an Instron test machine at a nominal strain rate of 10-4 s-1. The local strain was 

monitored using Digital Image Correlation (DIC; Chu et al., 1985). The ends of the specimen were 

loaded in compression through a tool steel plate in order to prevent localized indentation into the 

specimen or the loading plattens of the Instron. A typical stress vs strain response of the specimen 

is shown in Figure 2. The early response shown in Figure 2a (to strain levels of about 0.006%) in 

terms of the true stress vs true strain, is linear and elastic and the deformation was found to be 

uniform along the entire length of the specimen. The elastic modulus obtained from this 

measurement is about 195 GPa, and falls within the bounds estimated from a simple rule of 

mixtures formula for the Al2O3/Al composite (190 -220 GPa). At the point corresponding to the 

peak load, localized damage in the form of a kin band initiates at one end of the specimen. The 

stress level at which this occurs varies in the range from 0.975 to 1.2 GPa, and is in the lower end 

of the range of compression strengths reported by Shetty and Chou (1985), and is clear influenced 

by the absence of end constraints. Upon onset of this instability, the nominal stress in the specimen 

drops rapidly to about 400 MPa in an uncontrolled manner; the nominal strain in the specimen 

jumps to about 2.5% because of the recovery of the displacement in the load cell; however, the true 

strain in the regions outside the kink band droped to ~0.0025 corresponding to the 400 MPa stress. 

For one specimen, the test was stopped at this point in order to explore the nature of the 

localization – a kink band; this can be seen in Figure 3a. Continued displacement of the cross-head 

beyond this point results in gradual progression of the kink band along the length of the specimen; 

it should be noted that since the stress in the region outside the kink band is quite low, around 400 

MPa, in comparison to the stress for onset of kink bands, no further nucleation of kink bands can 
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occur in the specimen. A final image of the specimen is shown in Figure 3b; a video of the 

progression of crushing will be published in the archival literature, where the failure resembling 

the opening of a petal can be seen. The nominal stress remains nearly constant at about 400 MPa as 

the crushing envelops the entire specimen as shown in Figure 2b. This stress level is significantly 

greater than the flow strength of the aluminum matrix and must be influenced by the bending and 

fracture of the fibers, and the cracking of the matrix.  

 

2.1.2. Deformation and failure mechanisms 

The nature of the kink band was examined through microscopy of the failed specimens. The 

specimen was sectioned parallel to the axis of the cylinder, polished using standard metallographic 

preparation procedures, and images at high resolution in an optical microscope. The images shown 

in Figure 4 indicate the nature of the kink band. As is typical of unidirectionally reinforced 

composites, a kink band forms at an angle with respect to the loading axis; there is significant three 

dimensionality to the band formation early on as can be observed from the top portions of the 

specimen in Figure 3, but once a steady growth is established the band is approximately at an angle 

of 15° with respect to the loading axis as indicated by the two red dashed lines in Figure 4. High 

magnification views of the boundaries of the kink band indicate significant rotation of the fibers, 

facilitated by the nearly periodic fracture of the Al2O3 fibers. 

 

2.2. Dynamic Mechanical Response of the Al2O3/Al Metal Matrix Composite 

We examine the dynamic response of the MMC using a split-Hopkinson pressure bar (SHPB) 

apparatus. This method is rather well-established and it is really not necessary to provide any 

explanation of either the technique or the data analysis procedure, if the primary purpose is to 

explore the strain-rate dependence of the material response. If sufficient care is taken in sizing the 

specimen to ensure that inertial effects are minimized and that uniformity of stress and strain are 

established, then the conventional interpretation of the signals measured in the input and output 

bars can be used to determine the dynamic stress and strain in the specimen. However, while 

homogeneity of stress can be inferred directly from the measured strain signals, establishment of 

strain homogeneity requires the use of a direct strain measuring methods, such as high speed 
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photography. In cases where strains are not homogeneous over the length of the specimen, 

additional considerations are required in order to interpret the strain signals measured in the input 

and output bars in terms of the response of the material. These considerations turn out to be quite 

significant in the investigation of the MMCs where, as observed in the quasi-static tests, the kink 

band localization occurs at one of the ends and then propagates through the rest of the specimen, 

rendering the strain nonuniform along the specimen and thereby invalidating the usual analysis 

used to interpret the split-Hopkinson pressure bar results. In this section, we first describe the 

results of the dynamic compression experiments; this is then followed by an interpretation of the 

data in terms of the propagation of the crushing front in the MMC where a measure of the 

rate-dependent dissipation in the process of kink band propagation is obtained. 

 

2.2.1. Dynamic compression response of MMCs 

The incident and transmitted bars of the SHPB apparatus were made of 12.7 mm diameter 

maraging steel. A 150 mm long striker bar was used to generate the stress pulses; a soft Cu101 

pulse shaper was used to eliminate high frequencies in the input pulse. Nominal strain rates in the 

range of 3000 s-1 are achieved in this apparatus. While the strain in the incident and transmitted 

bars were monitored with strain gages and recorded on an oscilloscope, additional information was 

obtained by using a Photron SA1 high speed video camera; these images were recorded at 10 s 

time intervals, with an exposure time of 3.5 s. The specimens used for the SHPB experiments 

were of diameter 8 mm and length 5 mm. 

The result from a typical experiment is shown in Figure 5. The reflected and transmitted 

signals are shown in Figure 5a; as in a typical SHPB test, the reflected signal is converted to the 

nominal strain rate 2 /b R sC L    where bC  is the bar wave speed of the input bar sL  is the 

length of the specimen, and R  is the reflected strain signal; this is indicated by the blue line in 

Figure 5. Similarly, the transmitted signal is converted to indicate the stress in the specimen 

/b b T sA E A   where bE  is the modulus of elasticity of the output bar, ,b sA A  are the areas of 

the output bar and specimen, respectively, and T  is the transmitted strain signal; this estimated 

stress shown by the red line in Figure 5. It was verified that indeed that T I R    , (where I  is 

the incident strain pulse) assuring that the force on either side of the specimen was equal. 
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However, this is not sufficient to interpret the reflected signal in terms of the strain rate in the 

specimen; uniformity of the strain in the specimen must be examined. Frames from the high-speed 

video record, at selected points labeled (a) through (e) in Figure 5 are shown in Figure 6. A 

complete video file of the test will be available as Supplementary Material to an archival article. 

From the video images and the input and output bar signals, the following are evident: 

- Between frames (a) and (c), the deformation in the bar appears to be uniform. This is the 

range in which the SHPB should provide nearly constant strain rate deformation and the 

reflected strain signal in Figure 5 supports this assertion.  

- Beyond the point (c) the deformation localizes in the form of a kink band at the left end 

corresponding to the image (d). Corresponding to the onset of this kink band formation, the 

stress in the specimen drops from a peak value of about 1.33 GPa to a value of around 0.5 

GPa. Associated with this drop in the ability of the specimen to support stress, the incident 

wave encounters lower impedance and hence the magnitude of the reflected wave increases 

significantly; in fact, the reflected strain signal could no longer be interpreted in terms of the 

specimen strain. The magnitude of the peak depends on the rate of loading; this variation is 

shown in Figure 7.  

- Subsequently, the kink band continues to move into the specimen as seen in image (e). 

During the growth of the kink band from (d) to (e), the stress remains constant, just as in the 

quasi-static experiments, but at 0.5 GPa. This is the propagation stress, P , and is found 

directly from the measurement of the transmitted signal in the output bar. The magnitude of 

the stress at which steady propagation of the kink band (damage) occurs appears to be less 

dependent upon the rate of loading and hovers around 0.5 GPa as shown in Figure 7. 

It is essential to note that during this stage, the reflected strain signal cannot be interpreted as the 

strain rate in the specimen because, clearly, the specimen exhibits nonuniform strain over its 

length, with the right side remaining at the strain corresponding to an uncrushed specimen at a 

stress level of 0.5 GPa, while the kink band that initiated at the left end continues to move to the 

right. It is also clear that the kink band moves while the specimen remains at a constant stress level 

of 0.5 GPa; in order to explore the response further, we examine the speed of movement of the kink 

band. This is accomplished by tracking the position of the input and output bars where they contact 

the specimen as well as the location of the kink band as identified visually from the high speed 



10 
 
 

images. This is shown in Figure 8, where the time variation of the position of the left edge and the 

kink band relative to the right edge are shown. The kink band (or damage front) moves into the 

specimen at a speed of about 80 m/s; this speed depends on the impact generated from the input 

bar. We now turn to the analysis of the crushing response by considering the wave propagation in 

a little more detail. 

 

2.2.2. Dynamic analysis of the crushing response 

From the direct measurements, two things are clear: first, during stead-state progression of the 

kink band, the stress in the specimen is uniform at the propagation stress P ~0.5 GPa, far below 

the stress required for nucleation of the kink band. Second, the strain is nonuniform in the 

specimen with two distinct sections – an undamaged section of the specimen that is strained 

elastically to / ~ 0.0026P E  , and a fully damaged section whose homogenized strain is 

difficult to determine directly from the measurements; however, the lengths of both sections can be 

obtained from the experimental data as indicated in Figure 8. In order to analyze the results further, 

we need to consider wave propagation in the specimen.  

Consider one-dimensional wave propagation in a material with an arbitrary nonlinear material 

behavior; for the purpose of the analysis described here, it is not necessary to assume a form of the 

stress-strain behavior. Consider the instant in time when the kink band is at a Lagrangian location 

 x s t , with the crushed material occupying  0 x s t   and the undamaged material 

occupying  s t x l   as indicated in Figure 9. We now develop a simple method of estimating 

the rate of dissipation that can be obtained using the standard measurements generated in a SHPB 

experiment. The power balance equation can be written as 

L R d uW W W W K D           

where ,L RW W   are the power input at the left and right edges of the specimen, respectively, 

,d uW W   are the rate of change of stress work in the damaged and undamaged sections respectively, 

K  is the change of kinetic energy, and D  is the rate of dissipation in the zone where undamaged 

material gets converted to damaged material. The power flow at the interface between the input bar 

and the specimen is L L LW v , where    , L I R L I RE v C         are obtained directly 
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from the strain measurements in the input bar. Similarly, R R RW v  with ,  R T R TE v C     

and is obtained from the strain measurement in the output bar. Substituting these into the power 

balance and rearranging, we obtain an expression for the dissipation rate: 

     
0

l s

L L R R i c

s

d d
D v v W x dx W x dx K

dt dt
 





        

where ,s s   indicate locations just to the left and right of the kink band. To make further 

progress, we must estimate the time rate of change in stress work density and the kinetic energy; 

however, from the high speed images, it is clear that the damaged region does not consume further 

energy since it simply moves away along the petals. Therefore, we assume that ,d uW W   and K  

are negligible; this assumption can be further justified by a simple consideration: the undamaged 

region is strained only to about 0.0025, and after passing through the kink band, petals away and 

releases the energy corresponding to this strain resulting in a rather small value for ,d uW W   in 

comparison to the other terms. In cases where the stress work density changes are not negligible, 

additional measurements (or a model of the damage process) would be necessary. Similar 

considerations apply for the rate of change in the kinetic energy. Therefore the rate of dissipation is 

easily estimated from the measurements in the SHPB.  

Using the above procedure, we convert the measured signals in the input and output bars to the 

dissipation rate and stress in the specimen; a typical result is shown in Figure 10. From this result, 

it can be seen that the dissipation rate can be approximated as a constant indicated by the dashed 

red line during steady propagation of the kink band. Since the strain rate is not an appropriate 

measure of the loading condition, we identify the loading rate with the rate of increase of the stress 

in the specimen,  ; the steady dissipation rate is plotted in Figure 11 as a function of the stress 

rate from a collection of kink band propagation experiments. Integrating the estimate of the 

dissipation rate with time, on obtains the total dissipation in the process of the kink band growth; 

this is shown in Figure 12, in comparison with the dynamic plastic dissipation at comparable 

nominal strain for an Al 6061-T6.  

The origins of the loading rate dependence of the dissipation during kink band propagation 

can be identified by considering the nature of the dynamic kink band; it is not expected to be in 

the intrinsic strain-rate dependent material behavior since the strain rates are not high enough. 
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The nature of the kink band was examined through microscopy as in the case of quasi-static tests 

described in Section 2.1.2. The failed specimens were sectioned parallel to the axis of the 

cylinder, polished using standard metallographic preparation procedures, and imaged at high 

resolution in an optical microscope (see Figure 13). Similar to the quasi-static response, the kink 

band forms at an angle of approximately 15° with respect to the loading axis as indicated by the 

two red dashed lines in Figure 13. High magnification views of the boundaries of the kink band 

indicate significant rotation of the fibers, facilitated by the nearly periodic fracture of the Al2O3 

fibers. The fragmentation of the fibers under dynamic loading conditions appears to be at a 

smaller length than in the quasi-static kink band propagation; this must play a main role in the 

increased dissipation observed. 

 

2.3. Summary of Response of Unidirectionally Reinforced Al2O3 Metal Matrix Composite 

The dynamic response of unidirectionally reinforced continuous fiber Al2O3/Al metal matrix 

composite has been explored using a standard split-Hopkinson pressure bar apparatus. In addition 

to the conventional measurements of the strain signals in the input and output bars, direct images 

of the deformation of the specimen were obtained using a Phtron SA1 high speed video camera at 

10 s time intervals. These measurements indicated that while the stress on either side of the 

specimen attained the same value assuring stress uniformity along the length of the specimen, the 

deformation was localized due to the formation and propagation of a kink band. Based on an 

analysis of the power balance in the specimen, the rate of dissipation at the propagating kink band 

was estimated and used subsequently to determine that the dynamic dissipation was significantly 

greater than the quasi-static dissipation in the same material. The underlying reason was explored 

through a microscopic examination and attributed to increased fiber breakage under dynamic 

loading conditions. 

 

3. Deformation and Flow in Saffil-Fiber Reinforced Metal-Matrix Composites 

Saffil-fiber filled metal matrix composite specimens were supplied by the Army Research 

Laboratory, Aberdeen Proving Grounds for performing quasi-static compression, quasi-static 

tension, and dynamic compression tests. The matrix in these composites is an Al-2%Cu alloy; 

matrix specimens were also supplied in order to extract the matrix properties. The specimens had 
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fiber volume fractions of 4, 15 and 30% to cover a range of fiber fractions. Over two hundred 

tests have been performed and analyzed; here, we present only the highlights. 

 

3.1. Quasi-static Compression Response of Saffil-Fiber Filled MMC 

These tests were performed on specimens with a rectangular cross-section (9.50 × 7.73 mm) at a 

strain rate in the range of 5.2×10-4 1/s. Since the elastic range was extremely small, the 

specimens were unloaded after a strain level of 5 to 6 percent and the unloading slope was used 

to identify the elastic modulus; the unloading strain rate was also lowered by an order of 

magnitude in order to facilitate data collection. In order to eliminate the effects of the loading 

train compliance on estimation of the specimen strain, Digital Image Correlation (DIC) method 

was used to measure the strains; the load cell data was collected to estimate the stresses. 

The quasi-static compression responses from 18 tests are shown in Figure 14. Four of these 

are from the matrix material (specimens labeled AlCu PLATE 01 and 02). It is clear that the 

matrix has very low yield strength; this is due to the fact that the matrix is mostly aluminum, 

with 2% copper and no strengthening mechanisms have been introduced by control either of 

grain size or of the heat-treatment. Significant flow of the material occurs at stress levels of just 

above 25 MPa. However, due to dislocation multiplication and grain boundaries, the matrix does 

exhibit significant strain hardening. After a strain level of about 7% an unloading – loading cycle 

was performed to estimate the elastic modulus of the material; this value of the modulus was 

estimated to be 70 MPa. The remaining fourteen tests were on Saffil filled composites, with the 

volume of the Saffil maintained at 4%, 15% and 30%. For the 15% and 30% Saffil composites, 

two different orientations – normal and transverse to the plate directions – were tested. These 

results fall into three clusters, one for each volume fraction of the Saffil. With increasing volume 

fraction of Saffil, the initial slope of the stress-strain response – still dominated by matrix 

plasticity – increases. The elastic moduli of these composites were once again determined by the 

response during unloading. The variation of the modulus of elasticity with volume fraction of 

Saffil is shown in Figure 15, along with a comparison to the estimate from the rule of mixtures. 

While the rule of mixtures gives a reasonable estimate of the elastic modulus at the lower volume 

fractions, the deviation at the 30% Saffil is large; two possible sources will be examined. First, 

there appear to be local fluctuations in the fiber distribution that could result in the lower 
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observed modulus. Second, as will be demonstrated through failure analysis later, the fibers get 

broken to small pieces during large plastic deformations; if the fibers break into small enough 

pieces, their stiffening effect could be reduced. We are examining both possibilities to explain 

the difference between the measured elastic modulus and the rule of mixtures estimate. It is 

interesting that even though the matrix is soft, the incorporation of the fibers increases the flow 

stress significantly; we need to explore the nonlinear composite response using unit cell 

simulations. 

While most of the specimens were unloaded in order to estimate the elastic modulus, some of 

the specimens were loaded to failure. At the 15% and 30% Saffil concentration, such failure 

occurred abruptly, with a sudden load drop. The failure in these composites is due to a 

matrix-dominated shear localization. This is illustrated in Figure 16, where an optical microscope 

image of a polished section is shown. The two red lines indicate the boundaries of the shear band 

and demonstrate that the shear band occurs at an angle of 45° with respect to the loading axis. A 

higher magnification view of the shear band is shown in Figure 17 showing the 170 m width of 

the band over which the localization occurs. Within the shear band, it is evident that the Saffil 

fibers have been broken into small pieces, as well as realigned along the direction of shear. The 

stark reorientation of the fibers at the boundary of the shear band is also apparent. We are in the 

process of making measurements of the distribution of fragment sizes; this in combination with 

the tensile strength of the fiber will permit estimating the effective length of the fibers as well as 

the quality of the processing.  

A scanning electron micrograph of the failed specimen is shown in Figure 18. The bending 

and fractue process of the Saffil fibers as they get entrained into the shear localization is clearly 

identifiable in this image. Also, the nucleation and growth of microcracks at the boundary 

between the shear band and the unsheared region is evident; this apparently is the mechanism for 

the formation of the fractures that eventually separate the specimen into two pieces. 

Similar tests have been performed under dynamic compression loading; the deformation and 

failure mechanisms are quite similar as described next. 

 
3.2. Dynamic Compression Tests on Saffil-Fiber Filled MMC 

The dynamic compression tests were performed on a Kolsky bar to attain strain rates around 

2000 s-1. The specimens had a rectangular cross-section (9.6 × 4.9 mm) and were observed with 
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high speed imaging throughout the tests. The images are used to identify when deformation 

becomes inhomogeneous, observe the failure process, and to measure the strain with DIC. 

Post-mortem microscopy was also performed to characterize the failure process better. 

The dynamic compression responses from nine specimens corresponding to different 

compositions of Saffil content are shown in Figure 19. The measured stress strain curves are 

nearly identical to those found from quasi-static testing. These results indicate that the 

Saffil-Aluminum MMCs show no significant strain rate dependence in stress-strain behavior. 

Additionally, the Al-Cu matrix and composites with less than 30% volume fraction Saffil 

continue to increase their compressive load carrying capability for displacements in excess of 

20% of the specimen’s initial length. However, failure behavior for the 30% Saffil composite 

appears to be strongly dependent on strain rate.  

Figure 20 shows the quasi-static and dynamic compressive structural responses for the 30% 

Saffil composite. Both the quasi-static and dynamic test specimens begin inhomogeneous 

deformation after a nominal strain of six percent. At this strain level a shear band forms as 

discussed in the previous section. At strains beyond the onset of shear band formation material 

constitutive behavior cannot be acquired, however observations about the structural response still 

prove useful. The quasi-static specimen unloads suddenly across a narrow range of compressive 

displacement shortly after the shear band forms. Conversely, the high strain rate specimen 

unloads very little over a large range of compressive displacement. Specimen displacement is 

measured both by analyzing the stress waves on the Kolsky bar and by performing DIC of the 

high speed camera images. The agreement between these independent measures is to within one 

and a half percent. Thus the dynamic compression specimen is able to dissipate significantly 

more energy than the quasi-static specimen. 

The dynamic failure process observed from post-mortem microscopy follows the same 

overall progression as the quasi-static process. Regardless of strain rate, failure occurs through 

shear band localization followed by fracture in the localized region. Under quasi-static loading 

this is a well-organized process with a single band of highly deformed material growing into a 

single crack. The dynamic loading caused a dominant shear band, but with sporadic damage 

occurring on both of its flanks as shown in Figure 21. The patches of highly deformed material 

falling outside the main shear band appear to be the source of increased energy dissipation in 
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dynamically loaded specimens. Additionally, the dynamic compression specimen has much less 

fractured surface than the quasi-static specimen―even after enduring far more compression.  

 
 

4. Behavior of Satin-Weave Nextel Fiber – MMC (DF-19) 

Numerous specimens with different fiber architecture have been tested. In this report, we will 

limit attention to a 0/90 satin wave DF 19 under quasi-static compression and quasi-static tension 

loading. An optical microscope image of the typical microstructure of the satin weave DF-19 is 

shown in Figure 22. The material characterization tests were performed on specimens with a 

nominal rectangular cross-section (8 × 8 mm) at a strain rate in the range of 5.2×10-4 1/s. Digital 

image correlation (DIC) was used to measure the strains and the load cell data was collected to 

estimate the stresses.  

Under quasi-static tension, most of the DF-19 specimens failed with very little strain (less 

than 0.5%) regardless of the fiber architecture; the results from a number of these tension tests 

are shown in Figure 23. The only specimens that exhibited strains to about 5% were those that 

were tested in the matrix dominant direction. The fracture surface of one of the tensile specimens 

is shown in Figure 24. This image shows the different failure mechanisms that operate in this 

material. First, on the right hand side of the image, fracture of one tow of fibers that is aligned in 

the direction of the loading can be seen. The “pomegranate structure” where each fiber is 

surrounded by a sheath of the matrix is seen in this side; thus the matrix has infiltrated nearly 

perfectly into the interstices between the fibers. Second, the fibers that are either perpendicular to 

the loading direction or at a slight angle to it do not have to break; they simply debond along the 

fiber-matrix interface as can be seen in the mid region of Figure 24. Finally, the matrix-rich 

regions have to fail through plastic deformation and a ductile process of void nucleation and 

growth; this can be seen in the left hand side of Figure 24. Proper accounting for all of these 

modes of failure is essential in generating a failure model of the Nextel fiber reinforced MMC.  

The quasi-static compressive response is shown in Figure 25. Once again, there is very little 

linear response in this material. The matrix inelasticity is transferred to the composite 

immediately; nevertheless, the strain hardening is significantly greater than in the matrix 

material. This is due to increased load sharing with the fiber-weave as well as possibly due to the 

smaller grain size that results from the numerous fiber-matrix interfaces that are generated during 
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fabrication of the composite. Additional microscopy and modeling efforts are needed to quantify 

these two effects. Furthermore, the unoading response indicated significant Bauschinger effect. 

All of the compression specimens failed due to a matrix dominated shear localization. This is 

illustrated in Figure 26, where an optical microscope image of a polished section is shown. The 

two red lines indicate the boundaries of the shear band and demonstrate that this occurs at an 

angle of 54° with respect to the loading axis, suggesting a uniaxial stress state. A higher 

magnification view of the shear band is shown in Figure 27 showing the 170 m width of the 

band over which the localization occurs. Within the shear band, it is evident that the Nextel 

fibers have been broken into small pieces, as well as realigned along the direction of shear. The 

stark reorientation of the fibers is evident at the boundary of the shear band is also apparent. 

Figure 28 shows a scanning electron micrograph of a region in the vicinity of the boundary of the 

shear band; fragmentation of the fiber and the formation and linking of fine cracks in the matrix 

are also visible in this figure. To quantify these failure processes a modeling effort that 

incorporates these mechanisms in a unit cell model is needed. 

 

5. Summary and Conclusions 

The quasi-static and dynamic response of metal matrix composites have been examined. Three 

different types of materials were examined: unidirectionally reinforced continuous fiber Al2O3/Al 

metal matrix composite, random fiber Saffil-fiber – aluminum matrix composite, and a 

satin-weave Nextel fiber reinforced aluminum matrix composite. Standard quasi-static tests and 

specially designed dynamic tests using a standard split-Hopkinson pressure bar apparatus have 

been performed. For the split-Hopkinson bar test, in addition to the conventional measurements of 

the strain signals in the input and output bars, direct images of the deformation of the specimen 

were obtained using a Photron SA1 high speed video camera at 10 s time intervals. These 

measurements indicated that while the stress on either side of the specimen attained the same value 

assuring stress uniformity along the length of the specimen, the deformation was localized due to 

the formation and propagation of a kink band. Based on an analysis of the power balance in the 

specimen, the rate of dissipation at the propagating kink band was estimated and used 

subsequently to determine that the dynamic dissipation was significantly greater than the 
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quasi-static dissipation in the same material.  The underlying reason was explored through a 

microscopic examination and attributed to increased fiber breakage under dynamic loading 

conditions.   

This report also documents some of the highlights of the material response of Saffil filled 

aluminum matrix composite and a Nextel satin weave reinforced aluminum matrix composite. As 

indicated, while the matrix is very soft with a low yield stress, the random or woven fiber 

reinforcement brings about significant stiffening of the material. The modulus increase follows 

roughly the rule of mixtures, with exceptions occurring due to the presence of defects in fiber 

distribution within the matrix. The plastic flow properties are enhanced significantly by the 

addition of the fibers; with 30% fiber fraction, the yield stress increases by a factor of 20 and the 

flow stress by about a factor of 5. The deformation mechanisms appear to rely on the rotation and 

breaking of the fibers to accommodate the flow of the matrix. Final failure occurs through the 

formation of a shear band, just as in the case of the matrix, although at significantly greater stress 

and deformation levels.  
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(a) Transverse Plane 

(b) Axial Plane 

Figure 1. Microstructure of the Nextel 610 Al 
composite. (a) Transverse section indicating matrix 
rich layers and a high magnification of the 
transverse section indicating the peanut shape 
cross-section: ~16×8 m; (b) Axial section 
indicating the nominal orientation of the 
unidirectional fibers and some misaligned fibers. 
The red solid line is the nominal fiber direction, 
while the red dashed lines are parallel to the fiber 
direction and indicate the degree of misalignment.  
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Figure 2. (a) True stress vs true strain variation for the elastic portion of the response. (b) Nominal stress vs nominal 
strain response of the specimen that covers initiation of the kink band as well as the steady state crushing of the 
specimen.  
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Figure 3. (a) Photograph of a specimen that was unloaded just past the initiation of the kink band 
localization. (b) Specimen that was crushed through nearly half of its initial length; petaling type of 
failure is observed (Video file of the development of this kind of failure is available as supplementary 
material to this article).  

Figure 4. An axial section of the specimen interrupted just past the initiation of the kink band is shown. 
The red dashed lines indicate the orientation of the kink band, which is ~15° with respect to the loading 
axis. High magnification images of the regions at the band ends indicate bending and fracture of the 
fibers. At the central region, the intersection of bands oriented along two equivalent planes result in 
significant fragmentation of the fibers. 
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Figure 5. Time variation of the reflected signal in the input bar converted the nominal strain rate in the specimen (blue 
line) and the transmitted signal in the output bar converted to the stress in the specimen (red line). The gray vertical 
lines indicate times at which high speed video images were recorded. Labels (a) through (e) identify the times 
corresponding to times for which images are shown in Figure 6.   

 

 

 

Figure 6. Selected frames from the high speed video sequence of one test indicating the uniform strain 
development up to frame (c) and kink band propagation from stage (d). The complete movie is available 
online as Supplementary Material. 
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Figure 7. Variation of the kink initiation and propagation stress with loading rate. 

 

Figure 8. The time variation of the position of the left edge of the specimen and the position of the kink band (labeled 
damage front) with reference to the right edge of the specimen.  
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Figure 10. Time variation of the dissipation rate, D  (solid red line), and the stress in the specimen (blue dashed line).   
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Figure 9. Geometry of the specimen indicating the nonuniform strain distribution. The input and output 
bars are in contact with the specimen at  and , respectively. The kink band is at . 
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Figure 11. Variation of the dissipation rate with the loading rate. 
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Figure 12. Loading rate dependence of dissipation during kink band propagation. 
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Figure 13. Axial sections of two specimens, at loading rates  and  MPa/s 
respectively, in the top and bottom images, indicating the kink band progression. The red dashed lines 
indicate the orientation of the kink band, which is ~15° with respect to the loading axis, similar to that 
in the quasi-static kink propagation. High magnification images of the regions at the band ends indicate 
bending and fracture of the fibers. The main difference from quasi-static band propagation appears to be 
in the increased number of fragments in the dynamic experiments. 

Specimen #8: 24.6 MPa/s

Specimen #6: 56.9 MPa/s
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Figure 14. Quasi-static compression response of Saffil fiber aluminum matrix composites. 
Matrix response indicates a very small initial yield strength. 

Figure 15.  Elastic modulus of Saffil fiber aluminum matrix composites, obtained from the 
unloading segments in Figure 1. The estimate from the rule of mixtures is indicated 
by the open circular symbols. 
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Figure 16.  Shear localization and failure response of Saffil fiber aluminum matrix composites 
(15% Saffil. Al2%Cu Matrix). Cracks have appeared, typically in the boundary of 
the shear band. 

Figure 17. Close up view of the shear localization in Figure 16. (15% Saffil) 
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Figure 18.  Scanning electron micrograph of the 15% Safffil in the region of the 
shear band. Matrix damage and microcracks appear over a much smaller 
portion of the shear band (over 10 m near one boundary). 
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Figure 19. Dashed lines show specimen response after inhomogenous deformation begins. 
P03 specimens were not recorded with high speed imaging so the boundary 
between material and structural response is unknown.
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Figure 20. The dependency of load carrying response in the damaging regime on strain rate is 
large. The separation between the two blue curves is caused from the interaction 
between the specimen and loading frame during specimen fracture. 
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Figure 21. Optical micrograph of 30% Saffil composite after dynamic compression. Damage 
is visible outside the dominant band.  
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Figure 22. Optical micrograph of the satin-weave Nextel – Aluminum matrix composite.  
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Figure 23. Tensile stress-strain response of DF-19 (0/90 satin weave Nextel-aluminum matrix 
composite). The only material to exhibit a ductile response was tested in the matrix 
dominant direction (perpendicular to the fibers).  

Figure 24. Fracture surface of a broken DF-19 satin-weave (0/90) Nextel-fiber aluminum 
matrix composite. The complete infiltration of the metal inside the fiber tows can 
be seen in this micrograph. 
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Figure 25. Quasi-static compression response of Nextel fiber aluminum matrix DF-19 
composites. Matrix response indicates a very small yield strength as shown in 
Figure 1. 
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Figure 26.  Shear localization and kinks in the fiber. Nextel-aluminum matrix DF-19 specimen 
under compression. The shear band makes an angle of 54° with respect to the 
loading axis. 

Figure 27.  Close up view of the shear localization and kinks in Figure 26.  
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Figure 28.  Scanning electrom microscope image of the boundary of the shear band 
indicating large fiber rotation, fiber fracture and matrix cracking. 


